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TONG CUC TIEU CHUAN DO LUONG CHAT LUONG
TRUNG TAM Ky THUAr Ttcu cHUdN D0 LudNG ciAiLuoNo s

QUALIry ASSURANCE & TESTING CENTER 3

sor.{ THONG N,[NH - KEM, - 2oz
SMART PAINT _ CREAM - 202

01

A: 0.J L ch6r l6n| mau xdfil Brey liquid
B: 0.2 L char ldng mat vang/ ye oitiquid

28t11t2016

CONG Ty rNI[r sol{ rroA vrET
TDS 34, TBD 23. KP Long Binh, Kh6nh Binh, TAn Uy6n, Bhh Duong

Nhi€t dS vh dd dm phdrg thri nghiem: (25 r 3)"C; (60 r 5) Zo RH
Temperature and humidity at test lab
Til€ pha t'nlmding ratio: A:B = 4:l (theo khiSi luqng/,), n sJ)
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1. len mau
NarE of sample

2. 56 luong m6u

QuoktitJ

3- M6 u m6u
Desciption

4. Ngdy nhdn m6u
Date of receiving

5. Noi goi m5u
Customer

6. Diiiu ki€n thrl nghi€m
Test condition

7. Thoi gian thri nghiem
Test period

8. KCt qua thu nghiem :

Test fesuh

TRTIdNG PTN HANG T6U DI)'}[G
HEAD OF CONSUMER PRODUCTS

TESTING I.ABORATORY

Nguy6n Phrnic Hii

PHIEU xEr ouA
TEST RE

THU NGHIEM
PORT
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TCn chi tieu

Characte istics
Phuong ph6p thri

Test nethoh
K6t qua tht nghi€m

Test results
o.r r,9 crrDg mang son (oo cung bft chi)/ p€rcil ASTMD3363_05
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